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5.70 g/t Au / 8.3 m
7.84 g/t Au / 9.8 m

4.55 g/t Au / 8.0 m

5.86 g/t Au / 9.7 m
4.44 g/t Au / 3.1 m

5.47 g/t Au / 33.6 m
4.08 g/t Au / 18.6 m

6.43 g/t Au / 40.6 m

3.85 g/t Au / 22.3 m

2.47 g/t Au / 36.1 m
3.01 g/t Au / 90.2 m

3.66 g/t Au / 22.7 m2.61 g/t Au / 72.1 m

3.46 g/t Au / 44.1 m

1.20 g/t Au / 11.0 m

4.43 g/t Au / 46.0 m

1.14 g/t Au / 103.1 m
1.15 g/t Au / 129.0 m

2.84 g/t Au / 108.2 m
3.15 g/t Au / 102.5 m

1.44 g/t Au 66.0 m

24.04 g/t Au / 18.0 m
44.4 g/t Au / 1.0 m
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Elmer Property, Patwon Discovery, James Bay Region
Gridded gold grade x thickness using true width mineralized envelope
Longitudinal section - looking northwest, parallel to mineralized zone

Figure 4 - Press release dated June 22, 2021
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